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Fibre Diameter Profiles

Produced for the CRC for Premium Quality Wool undergraduate program by;
Dr. Brad Crook, The University of New England.
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Fibre diameter profile of a staple
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Source: Hansford (1994)

Between-flock differences in diameter 
response patterns throughout the year


